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Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colofa<* 80228

(303) 989-1404 BC
BONDAR-CLEGG

REPORT? 499-0083 ( COMPLETE ) REFERENCE INFO: NONE LISTED

client: brohm mining corp, 
project: none listed

SUBMITTED BY*. J, BARRON 
DATE PRINTED! 30-JAN-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

i Au Gold 60 0,002 OPT Fire Asssy

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 Asssy Prep 60
Pounds Overweight 1102

remarks: final results are reported,

REPORT COPIES TO? MR, JIM BARRON 
MR, JIM BARRON

INVOICE TO! MR, JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colo~ 80228 
(303) 989-1404. 

REPORT! 499-0083 (COMPLETE) 

CLIENT! BROHN MINING CORP, 
PROJECT! NONE LISTED 

ORDER 

1 Au 

ELENENT 

Gold 

SAHPLE TYPES 

D DRILL CORE 

NUMBER 

60 

REHARKSt FINAL RESULTS ARE REPORTED, 

REPORT COPIES TO! HR, JIH BARRON 
HR, JIH BARRON 

BC 
BONDAR-CLEGG 

NUMBER OF LO~ER 
ANALYSES DETECTION LINIT EXTRACTION 

60 0,002 OPT 

SIZE FRACTIONS 

2 -150 

NUMBER 

60 

Geochemical 
Lab Report 

REFERENCE INFO! NONE LISTED 

SUBMITTED BY! J, BARRON 
DATE PRINTED : 30-JAN-89 

ltETHOD 

Fire Assa!:! 

SANPLE PREPARATIONS NUMBER 

Assa!:! Prep 
Pounds Overwei~ht 

60 
1102 

INVOICE TO! HR, JIK B~RRON 



Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colon!*) 80228
(303) 989*1404

BONDAR-CLEGG

Geochemical
Lab Report

REPORT! 499-0083 project: none listed PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

B2 R89-549-0-5 <0,002 D2 R89-549-200-205 0,006
D2 R89-549-5-10 <0,002 D2 R89-549-205-210 0,004
D2 R89-549-10-15 <0,002 D2 R89-549-2I0-215 <0,002
D2 R89-549-15-20 <0,002 B2 R89-549-215-220 <0,002
B2 R89-549-20-25 0,004 D2 R89-549-220-225 0,003

D2 R89-549-25-30 0,005 D2 R89-549-225-230 0,006
D2 R89-549-30-35 <0,002 D2 R89-549-230-235 0,010
D2 R89-549-35-40 <0,002 D2 R89-549-235-240 <0.002
D2 R89-549-40-45 <0,002 D2 R89-549-240-245 <0.002
D2 R89-549-45-50 <0.002 D2 R89-549-245-250 <0.002

D2 R89-549-50-55 <0.002 D2 R89-549-250-255 0,003
D2 RB9-549-55-60 0.005 D2 R89-549-255-260 0.012
B2 R89-549-60-65 0.003 D2 R89-549-260-265 0,007
D2 R89-549-65-70 0.002 D2 R89-549-265-270 <0.002
D2 R89-549-70-75 <0,002 D2 R89-549-270-275 0.006

D2 R89-549-75-80 <0,002 D2 R89-549-275-280 0.005
B2 R89-549-80-85 0.010 D2 R89-549-280-285 0,007
D2 R89-549-85-90 0,003 D2 R89-549-285-290 <0.002
D2 R89-549-90-95 0.002 D2 R89-549-290-295 0,004
D2 R89-549-95-100 0.019 D2 R89-549-295-300 0,003

D2 R89-549-100-105 0,006
D2 R89-549-105-110 <0.002
D2 R89-549-110-115 <0,002
D2 R89-549-115-120 0.004
D2 R89-549-120-125 0.003

D2 R89-549-125-130 0,003
D2 R89-549-130-135 0.002
D2 R89-549-135-140 <0.002
D2 R89-549-140-145 0.002
D2 R89-549-145-150 <0.002

D2 R89-549-150-155 <0.002
D2 R89-549-155- 60 <0.002
D2 R89-549-160-165 <0.002
D2 RB9-549-165-170 <0,002
D2 RS9-549-170-175 0,003

D2 R89-549-175-180 0,003
D2 R89-549-180-185 0.002
D2 R89-549-185-190 0.009
D2 R89-549-190-195 0,015
D2 R89-549-195-200 0,013

[ 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Co! ., 80228 
(303) 9g9,i,ro;i 

REPORT: 499-0083 

SAMPLE ELEMENT 
NUMBER UNITS 

D2 R89-549-0-5 
D2 R89-549-5-10 
D2 R89-549-10-15 
D2 R89-S49-15-20 
D2 R89-549-20-25 

D2 R89-549-25-30 
D2 R89-549-30-35 
D2 R89-549-35-40 
D2 R89-549-40-45 
D2 R89-549-45-SO 

D2 R89-549-SO-SS 
D2 R89-549-55-60 
D2 R89-549-60-65 
D2 R89-549-6S-70 
D2 R89-549-70-75 

D2 R89-549-75-80 
D2 R89-549-80-85 
D2 R89-549-8S-90 
D2 R89-549-90-95 
D2 R89-549-95-100 

D2 R89-549-100-105 
D2 R89-549-105-110 
D2 R89-549-110-115 
D2 R89-549-115-120 
D2 R89-549-120-125 

D2 R89-549-125-130 
D2 R89-549-130-135 
D2 R89-549-135-140 
D2 R89-549-140-145 
D2 R89·549-145-150 

D2 R89-549-150-155 
D2 R89-549-155-160 
D2 R89-549-160-16S 
D2 R89-549-165-170 
D2 R89-549-170-175 

D2 R89-549-175-180 
D2 R89-549-180-185 
D2 R89-S49-185-190 
D2 R89-549-190-19S 
D2 R89-549-195-200 

Au 
Of'T 

<0.002 
<0,002 
<0.002 
<0.002 
0,004 

o.oos 
(0,002 
(0,002 
<0,002 
<0,002 

<0,002 
0,005 
0,003 
0.002 

<0,002 

(0.002 
0,010 
0,003 
0,002 
0.019 

0,006 
<0,002 
(0,002 
0,004 
0,003 

0,003 
0,002 

<0,002 
0.002 

<0,002 

<0,002 
<0.002 
<0,002 
<0,002 
0,003 

0,003 
0,002 
0.009 
0,015 
0,013 

BC 
BONDAR-CLEGG 

PROJECT: NONE LISTED 

SAMPLE ELEMENT Au 
NUMBER UNITS OPT 

D2 R89-549-200-205 0,006 
D2 R89-549-205-210 0,004 
D2 R89-549-210-215 <0,002 
D2 R89-549-215-220 {0,002 
D2 R89-549-220-225 0,003 

D2 R89-549-225-230 0,006 
D2 R89-549-230-235 0.010 
D2 R89-549-23S-240 <0,002 
D2 R89-549-240-245 <0.002 
D2 R89-549-245-250 <0,002 

D2 R89-549-250-255 0,003 
D2 R89-549-2S5-260 0,012 
D2 R89-549-260-265 0,007 
D2 R89-549-26S-270 (0,002 
D2 R89-S49-270-275 0,006 

D2 R89-549-275-280 0,005 
D2 R89-549-280-285 0,007 
D2 RS9-549-285-290 <0.002 
D2 R89-549-290-295 0,004 
D2 R89-549-295-300 0,003 

Geochemical 
Lab Report 

PAGE 1 
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Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404 BC
BONDAR-CLEGG

Geochemical
Lab Report

REPORT: -199-0084 ( COMPLETE ) REFERENCE INFO: NONE LISTED

client: brqhm mining corf, 
project: none listed

submitted by: j, barron

DATE PRINTED: 30-JAN-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

i Au Gold 35 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 35 2 -150 35 Assay Prep 35
Pounds Overweight 751
Sesple Pickup 1

remarks: final results are reported.

REPORT COPIES TO: MR. JIM BARRON 
HR. JIH MERPSI

INVOICE TO*. MR, JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

- ~ 

REPORT! 499-0084 ( COHPLETE ) 

CLIENT: BROHH HINING CORP. 
PROJECT: NOME LISTED 

ORDER 

1 Au 

ELEHENT 

Gold 

SAHPLE TYPES 

D DRILL CORE 

NUttBER 

35 

REHARKS: FINAL RESULTS ARE REPORTED, 

REPORT COPIES TO: HR. JIH BARRON 
_..,. llM wn.._•.,.trN 

BC 
BONDAR-CLEGG 

NUHBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION 

35 0.002 OPT 

SIZE FRACTIONS 

2 -150 

NUMBER 

35 

Geochemical 
Lab Report 

REFERENCE INFO: NmlE LISTED 

SUBMITTED BY! J, BARRON 
DATE PRINTED: 30-JAN-89 

HETHOD 

Fire Assa~ 

SAMPLE PREPARATIONS NUMBER 

Assa~ Pre? 
Pounds Overweisht 
SaaPle Pickup 

35 
751 

1 

INVOICE ro: HR. JIM MRRON 
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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

EC
BONDAR-CLEGG

Geochemical
Lab Report

REPORT*. 499-0084 project; none listed PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 R89-549-300-305 <0.002
D2 R89-549-305-310 0.004
D2 RS9-549-310-315 0,003
D2 R89-549-315-320 <0,002
D2 R89-549-320-325 <0,002

B2 R89-549-325-330 <0.002
D2 R89-549-330-335 <0.002
D2 R89-549-335-340 <0.002
D2 R89-549-340-345 <0.002
D2 R89-549-345-350 <0.002

D2 R89-549-350-355 0.004
D2 R89-549-355-360 <0.002
D2 R89-549-360-365 <0.002
D2 R89-549-365-370 <0.002
D2 R89-549-370-375 <0.002

B2 R89-549-375-380 <0.002
D2 R89-549-380-385 0,002
D2 R89-549-385-390 0.003
D2 R89-549-390-395 <0,002
D2 R89-549-395-400 0.009

D2 R89-549-400-405 <0,002
D2 R89-549-405-410 <0,002
D2 R89-549-410-415 <0,002
D2 R89-549-415-420 <0.002
D2 R39-549-420-425 <0,002

D2 R89-549-425-430 <0.002
D2 R89-549-430-435 <0,002
D2 R89-549-435-440 <0.002
D2 R89-549-440-445 <0.002
D2 R89-549-445-450 <0.002

B2 R89-549-450-455 <0.002
D2 R89-549-455-460 <0,002
B2 R89-549-460-465 <0,002
D2 R89-549-465-470 <0.002
D2 R89-549-470-475 <0,002

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

, ... 

REPORT: 499-0084 

SAMPLE 
NUMBER 

ELEMENT 
UNITS 

D2 R89-549-300-305 
D2 R89-549-305-310 
D2 R89-549-310-315 
D2 R89-549-315-320 
D2 R89-549-320-325 

D2 R89-549-325-330 
D2 R89-549-330-335 
D2 R89-549-335-340 
D2 R89-549-340-345 
D2 R89-549-345-350 

D2 R89-549-350-3SS 
D2 R89-549-355-360 
D2 R89-549-360-365 
D2 R89-549-365-370 
D2 R89-549-370-375 

D2 R89-549-375-380 
D2 R89-549-380-385 
D2 R89-549-385-390 
D2 R89-S49-390-395 
D2 R89-S49-39S-400 

D2 R89-549-400-405 
D2 R89-549-40S-410 
D2 R89-549-410-415 
D2 R89-549-415-420 
D2 R89-549-420-425 

D2 R89-549-425-430 
D2 R89-549-430-435 
D2 R89-549-435-440 
D2 R89-549-440-445 
D2 R89-549-44S-450 

D2 R89-549-450-455 
D2 R89-549-45S-460 
D2 R89-549-460-465 
D2 R89-549-46S-470 
D2 R89-S49-470-475 

Au 
OPT 

<0,002 
0,004 
0,003 

<0,002 
<0,002 

<0,002 
<0,002 
<0,002 
<0,002 
<0,002 

0,004 
<0,002 
<0,002 
<0,002 
<0,002 

(0,002 
0,002 
0,003 

<0,002 
0,009 

<0,002 
<0,002 
<0,002 
<0,002 
<0,002 

<0,002 
<0,002 
<0,002 
<0,002 
<0,002 

<0,002 
<0,002 
(0,002 
<0,002 
<0,002 

BC 
BONDAR-CI f.GG 

PROJECT: HONE LISTED 

Geochemical 
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LAB. REPORT NO.

B BONDAR-CII FRO INC.

129BO W. CEDAR DR., LAKEWOOD, CO. 0O22B PHONE: 9B9-1AO<4 TELEX: ^5-603

SAMPLE SHIPMENT NOTICE

Date Shipped____________________________________ Via□ Prepaid or □ Collect

# Parcels in Shipment TOTAL NUMBER OF SAMPLES------------------------------------------------------------

GEOLOGIST’S NAMEPHONE NUMBERPROJECT NAME OR NUMBER

Samples
Type

#
Samples

Sample Numbers 
(Series)

ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba E spec

Neutron
Activation DCP

Ore
test

Neutron
QCP

Neutron ore

Plj

Hmmn

Neutron

ore

N out ton

Neutron

W
Neutron

f □ assay (%, ore grade) □ l prepared t
Please analyze by F methods, the enclosed < f samples

l □ geochemical (ppm, trace level) □ l unprepared /

O DO NOT ASSAY GEOCHEMICAL OVERLIMITS 
COMMENTS_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _

PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS

□ DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 60 DAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PULPS
□ DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

□ Results □ Results
□ Invoices n Invoices,
□ Pulps □ Pulps
□ Rejects n Rejects

□ Results n Results
□ Invoice n Invoice
□ Pulps n Pulps
□ Rejects □ Rejects

CLIENT’S COPY

Samples 
Type 

LAB. REPORT NO. ______ _ B B OND AR-CLEGG INC. 

12980 \N. CEDAR OR., LAKE\/VOCO, CO. 80228 PHOl'1=: 989-'1404 TELEX: 45-693 

SAMPLE SHIPMENT NOTICE 

Date Shipped _______________ Via---~~ Prepaid or D Collect 

# Parcels in Shipment ___ _________ _ TOTAL NUMBER OF SAMPLES __________ _ 

GEOLOGIST'S NAME ________ PHONE NUMBER ______ ,PROJECT NAME OR NUMBER ______ _ 

# Sample Numbers ELEMENTS TO BE ANALYZED 
Samples (Series) Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w 

Please analyze by { D assay (%, ore grade) 

D geochemical (ppm, trace level) 
} 

Neutron 
F Au As Hg Sn Sb Ba E spec Activation OCP 

. 

• {prepared 
methods, the enclosed 

• unprepared 

Ore 
test 

} samples 

D DO NOT ASSAY GEOCHEMICAL OVERLIMITS 
COMMENTS _ _ _ _____ ___________________________________ _ 

COARSE REJECTS 

D DISCARD AFTER ANALYSIS COMPLETE 

D RETURN COD AFTER ANALYSIS COMPLETE 

D STORE 60 DAYS-DISCARD 

STORAGE CHARGE WI LL BE ASSESSED AFTER 60 DAYS 

D Results 

D Invoices 

D Pulps 

D Rejects 

D Results 

D Invoice 

D Pulps 

D Rejects 

PLEASE INDICATE SAMPLE DISPOSITION 
PULPS 

D DISCARD AFTER ANALYSIS COMPLETE 

D RETURN COD AFTER ANALYSIS COMPLETE 

D STORE 1 YEAR-RETURN COD 

STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR 

RESULTS, INVOICES AND SAMPLES TO BE SENT TO: 

D Results 

D Invoices 

D Pulps 

D Rejects 

D Results 

D Invoice 

D Pulps 

D Rejects 

CLIENT'S COPY 



LAB. REPORT NO. 

BONDAR-CLEGG INC.

129BO W. CEDAR DR, LAKEWOOD, CO. BOCPS PHONE: 9B9-VTO-4 TELEX: -45-693

SAMPLE SHIPMENT NOTICE

Date ShippedVia□ Prepaid or □ Collect 

# Parcels in Shipment TOTAL NUMBER OF SAMPLES 

GEOLOGIST'S NAMEPHONE NUMBERPROJECT NAME OR NUMBER

Samples
Type

#
Samples

Sample Numbers 
(Series)

ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba E spec

Neutron
Activation DCP

Ore
test

Pb

Ag N,

Pb vto

Pb
Neutron

'

«a

SV

l □ assay (%, ore grade) ) □ f prepared )
Please analyze by \ > methods, the enclosed < | samples

' □ geochemical (ppm, trace level) ‘ □ * unprepared '

□ DO NOT ASSAY GEOCHEMICAL OVERLIMITS 
COMMENTS_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _

PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS

□ DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 60 DAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PULPS
□ DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

□ Results.
□ Invoices
□ Pulps _
□ Rejects.

□ Results.
□ Invoices
□ Pulps_
□ Rejects.

□ Results
□ Invoice
□ Pulps _
□ Rejects

□ Results
□ Invoice
□ Pulps _
□ Rejects

CLIENT’S COPY

Samples 
Type 

LAB. REPORT NO. B BONDAR-CLEGG INC. 

12980 \N. CEDAR OR., LAKEV\/OCO, CO. a::J228 Pl-i~: 989-1404 TELEX: 45-693 

SAMPLE SHIPMENT NOTICE 

Date Shipped _______________ Via----~ Prepaid or • Collect 

# Parcels in Shipment ____________ _ TOTAL NUMBER OF SAMPLES ___ _ _ _____ _ 

GEOLOGIST'S NAME ________ PHONE NUMBER ______ PROJECT NAME OR NUMBER _ ____ _ _ 

# Sample Numbers ELEMENTS TO BE ANALYZED 
Samples (Series) Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w 

Please analyze by { • assay (%, ore grade) 

• geochemical (ppm, trace level) 
} 

Neutron 
F Au As Hg Sn Sb Ba E spec Activation DCP 

' 

• {prepared 
methods, the enclosed 

• unprepared 

Dre 
test 

} samples 

• DO NOT ASSAY GEOCHEMICAL OVERLIMITS 
COMMENTS _________________________________________ _ 

COARSE REJECTS 

• DISCARD AFTER ANALYSIS COMPLETE 

D RETURN COD AFTER ANALYSIS COMPLETE 

D STORE 60 DA VS-DISCARD 

STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS 

• Results 

• Invoices 

• Pulps 

• Rejects 

• Results 

• Invoice 

• Pulps 

• Rejects 

PLEASE INDICATE SAMPLE DISPOSITION 
PULPS 

• DI SCARD AFTER ANALYSIS COMPLETE 

• RETURN COD AFTER ANALYSIS COMPLETE 

D STORE 1 YEAR-RETURN COD 

STORAGE CHARGE WILL BE ASSESS ED AFTER 1 YEAR 

RESULTS, INVOICES AND SAMPLES TO BE SENT TO: 

• Results 

• Invoices 

D Pulps 

• Re1ects 

• Results 

• Invoice 

• Pulps 

• Re1ects 

CLIENT'S COPY 



WHITE: Lang Office Copy /ELLOW Geologist Copy

LANG EXPLORATORY DRILLING DAILY DRILLING REPORT RIG#: 

-:; 
11 

/liri Daily 
Start time: / C .,.l Finish time: 
Daily 

.s 
Hole #: _ Angle or~ Hole#: Angl e or Vertical J r ) -fC/- -1..circle one)--- < circle one)- __ _..{circ le one) __ _ 

Depth today: Depth yesterday: Depth today, / '.) -J Depth today: 

TOTAL 
FOOTAGE DRILLED 

TODAY: 

'f~~ FT. ___., 
,1 ,/. ") ( (/}:;; ) 

- - - - - - - - - - - - - - - - - MATERIALS USED 

Quantity: Size: Material Name: Quantity : Size: Material Name: 

BIT#: 

BIT#: 

Gal. Quick Foam 

Gal. E-Z Mud 

Bags Cement 

__ " Rod Wipers 

__ " __ x __ Nipple 

__ " __ x __ Nipple 

• Elbow 

__ " Tee 

__ " Tri -Cone Wear Sleeves 

Bazooka Tube 

__ " Pipe Plug 

___ ft. of __ " Casing 

14-Hole Adapter 

Tri-Cone Carbide, 
Tri -Cone Steel Too:.----

- - - (circle one of the above) - - -

TYPE: Tri-Cone Carbide Hammer Bit 
--- Tri-Cone Steel Tooth ' 

---(circle one of the above) -- -

l tfJO 

I 4-, 
/I 

I I 
SAMPLING PERFORMED BY LANG? 0v No Partially (circle one) / 

__ Hrs. MOVING, ___ Hrs. HAULING WATER, __ Hrs. STANDBY 

__ Hrs. BIG/SMALL CAT (circle one), ___ Hrs. SKIDDER, 

__ Hrs. OF LOST lost circulation 

WHITE: Lang Oflice Copy 

Quantity Size: Material Name: 

New _Bit previously used _ Used 
Bit n this project Bit 
- --------(circle one)------- - - -

FOOTAGE: New __ Bit previously used __ Used 
Bit on this project Bit 
------- -- -(circle one)--------- --

,__ __ chasing for Parts 
___ Drive Time (after the 1st one hour) 


